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TR SR Y R TR &2 F23k (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :
Siﬁ/&?ﬁ (Sample Submitted By) : EHF AL HE W L2 @ (VIKING TECH CORPORATION)

% #-(Sample Description) : THIN FILM CURRENT SENSING CHIP RESISTOR

Jf?\ =4 %5.(Style/Item No. ) . TCS SERIES
Jz 12 p #p (Sample Receiving Date) : 2017/02/02
R:E P (Testing Period) ¢ 2017702702 TO 2017/02/09

B3 g £ (Test Requested) :
(1) #3% % =49 %> %4 RollS 2011/65/EU Annex 112 # 25745 4 (EU) 2015/863iR13#4F ~ &~ & ~ = §idd ~ Fi%BF ~ Ji0m ¥
g, DBP, BBP, DEHP, DIBP. (As specified by client, with reference to RoHS 2011/65/EU Annex II and amendmg
Directive (EU) 2015/863 to determine Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP, DEHP, DIBP
contents in the submitted sample.)

(2) BwplFAmPHLT-F . (Please refer to next pages for the other item(s).)

PR % % (Test Results) #27T - F (Please refer to next pages).
%% (Conclusion) (1) R4pE 2o eeth > B4R~ 40~ & ~» B4~ 583 % ~ 589 %m, DBP, BBP, DEHP, DIBP:#

RIFR5 % % £ RoliS4s 4 T (EU) 2015/8632 *Lig & 4. (Based on the performed tests on
submitted samples, the test results of Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP,
BBP, DEHP, DIBP comply with the limits as set by RolS and amending Directive (EU)
2015/863. )

SGS TAIWAN LT.
Chemical Laboratory - Taipei
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P2 % (Test Results)

BleE20 2 (PART NAME)No. 1 :  THIN FILM CURRENT SENSING CHIP RESISTOR
. e s s <% 1 p 5%
PIFFIEE ¥ Pl i
; . ’ &2 | (Result) .
(Test Items) (Unit) (Method) L) Yo 1 (Limit)
4 / Cadmium (Cd) mg/kg |%% IEC 62321-5 (2013) » Mg B8 L& 7 2 n. d. 100

Hom sk kignl. / Vith
reference to IEC 62321-5 (2013) and
performed by ICP-AES.

4~ / Lead (Pb) mg/kg | %% IEC 62321-5 (2013) » Mg B8 & 7 2 115 1000
Rom sk kignl. / Vith
reference to IEC 62321-5 (2013) and
performed by ICP-AES.

A / Mercury (Hg) mg/kg | %% IEC 62321-4 (2013) » Mg em & T 2 n.d. 1000
Bom sk kignl. / Vith
reference to IEC 62321-4 (2013) and
performed by ICP-AES.

+ % 4% / Hexavalent Chromium Cr(VI) | mg/kg [%% IEC 62321 (2008) » mUV-VISH iRl 2 n. d. 1000
/ With reference to IEC 62321 (2008)
and performed by UV-VIS.

#% / Halogen

#% (4 ) / Halogen-Fluorine (F) mg/kg 50 n.d. -
(CAS No. : 14762-94-8)

#% (%) / Halogen-Chlorine (Cl) mg/kg | %% BS EN 14582 (2007) » r2dg+ & 45 th 50 n. d. -
(CAS No. : 22537-15-1) /45, / With reference to BS EN

#% (/%) / Halogen-Bromine (Br) mg/kg [14582 (2007). Analysis was performed 50 n. d. -
(CAS No. : 10097-32-2) by IC.

#% (%) / Halogen-lodine (1) (CAS | mg/kg 50 n.d. -

No. : 14362-44-8)
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SEEE: ¥ M TEAM | | e
(Test Items) (Unit) (Method) L) Yo 1 (Limit)

% 4.8 ¥ 24 / Sum of PBBs mg/kg - n. d. 1000
- /%% ¥ / Monobromobiphenyl mg/kg 5 n. d.
Z %% ¥ / Dibromobiphenyl mg/kg 5 n. d. -
Z %% ¥ / Tribromobiphenyl mg/kg 5 n. d. -
z 4.5 % / Tetrabromobipheny!l mg/kg 5 n. d. -
I %% % / Pentabromobiphenyl mg/kg 5 n. d. -
+ %% ¥ / Hexabromobiphenyl mg/kg 5 n. d. -
= %% % / Heptabromobipheny!l mg/kg 5 n. d. -
A 538 F / Octabromobiphenyl mg/kg 5 n. d. -
1 %% % / Nonabromobiphenyl mg/kg | %4 [EC 62321-6 (2015) » r2 4 A0k A5/ 0] n. d. -
- %5 % / Decabromobiphenyl mg/kg | % k& #l. / With reference to IEC 5 n. d.
% 5.9 ¥ %4 / Sum of PBDEs mg/kg [62321-6 (2015) and performed by - n. d. 1000
- %7 ¥ p / Monobromodiphenyl ether mg/kg [GC/MS. 5 n. d. -
= % ¥ @ / Dibromodiphenyl ether mg/kg 5 n. d. -
Z %3 ¥ @ / Tribromodiphenyl ether mg/kg 5 n. d. -
z 5.7 ¥ @ / Tetrabromodiphenyl ether mg/kg 5 n. d. -
I 4.5 ¥ @ / Pentabromodiphenyl ether mg/kg 5 n. d. -
- 5.5 ¥ p / Hexabromodiphenyl ether mg/kg 5 n. d. -
= 57 ¥ @ / Heptabromodiphenyl ether mg/kg 5 n. d. -
A 53 ¥ pe / Octabromodiphenyl ether mg/kg 5 n. d. -
1 /%% ¥ @ / Nonabromodiphenyl ether mg/kg 5 n. d. -
+ %7 ¥ / Decabromodiphenyl ether mg/kg 5 n. d. -
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TS ¥ o IE R “;;51” (Rij} o| e
(Test Items) (Unit) (Method) L) Yo 1 (Limit)

EF- "z B Ay / DIBP (Di- mg/kg 50 n. d. 1000
isobutyl phthalate) (CAS No.: 84-69-
5)
AF - " s 7 fig / DBP (Dibutyl mg/kg 50 n. d. 1000
phthalate) (CAS No.: 84-74-2)
AFZ PR ¥ YAy / BBP (Butyl mg/kg 50 n. d. 1000
Benzyl phthalate) (CAS No.: 85-68-T7)
Mg v (2-0 ke &) / DEHP | mg/kg %+ IEC 62321-8/CD (2013) » ™ 4 4p & 50 n.d. 1000
(Di- (2-ethylhexyl) phthalate) (CAS 17 R/ F ¥ Rk Rl / With reference to
No.: 117-81-7) IEC 62321-8/CD (2013). Analysis was
MF - " A= % f; / DNOP (Di-n- mg/kg [performed by GC/MS. 50 n.d. -
octyl phthalate) (CAS No.: 117-84-0)
E- "= BIpAy / DINP (Di- mg/kg 50 n. d. -

isononyl phthalate) (CAS No.: 28553-
12-0; 68515-48-0)

EF- P - BApAy / DIDP (Di- mg/kg 50 n. d. -
isodecyl phthalate) (CAS No.: 26761-
40-0; 68515-49-1)

2 ikTR DR E g 2 RAFEN R 4Ede | mg/kg | %% IEC 62321 (2008) v f 4p K AT/ F 5 n.d. -
/ Hexabromocyclododecane (HBCDD) and # xR P, / With reference to IEC

all major diastereoisomers identified 62321 (2008). Analysis was performed

(a- HBCDD, - HBCDD, 7 - HBCDD) (CAS by GC/MS.

No. : 25637-99-4 and 3194-55-6 (134237-
51-7, 134237-50-6, 134237-52-8))
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TS ¥ o IE R “;;f,j” (Rij} o| e
(Test Items) (Unit) (Method) L) Yo 1 (Limit)
>4 %A p / Perfluorooctane mg/kg |4+ US EPA 3550C (2007) » 147 4n & 45/ 10 n.d. -
sulfonates (PFOS-Acid, Metal Salt, 73 kel / With reference to US
Amide) EPA 3550C (2007). Analysis was
>4 ¥ pe / PFOA (CAS No.: 335-67-1) | mg/kg |performed by LC/MS. 10 n.d. -
4% / Antimony (Sb) mg/kg | %% US EPA 3052 (1996) » Mg B8 & 7 2 n. d. -
Rom stk kg Rl / Vith
reference to US EPA 3052 (1996).
Analysis was performed by I[CP-AES.

# 3x(Note) :
1. mg/kg = ppm; 0. 1wt% = 1000ppm

2. n.d. = Not Detected (& # )
3. MDL = Method Detection Limit (= % i ;p[4& 2 &)
4. "-" = Not Regulated (& #4&i)

PFOS %% % it (Reference Information) : 4% A {¢5 475 %4 POPs - (EU) 757/2010
PFOSk A& L_#» Fa®E e 2 84280, 001%(10ppm) » fd & 5 v & S B0k 2 @480, 1%(1000ppm) » 5% 5k 5 28 i Ky
e 2 B lug/m® o
(Outlawing PFOS as substances or preparations in concentrations above 0.001% (10ppm), in semi-finished
products or articles or parts at a level above 0.1%(1000ppm), in textiles or other coated materials above

lug/m?. )
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£ £ &4 8 [ Analytical flow chart of Heavy Metal

139 T AR 2 GE o PR % 2R e (2 RIS )

These samples were dissolved totally by pre-conditioning method according to below flow chart. ( Cr* test method excluded)
B 3+ R 0 2 23 /Technician : JR Wang

W pIFEQ F 4 : sE£c® [ Supervisor: Troy Chang

| P4 - ® % # 5 /Cutting ~ Preparation |

v

| Pl £ £ / Sample Measurement |

I
Y 6+
4 Pb - 4 Cd A Hg » i £ Cr
v \4 v (Note*)
EAE AR S A L PR T (T & ARl T & perpck i) i Ao 2 e /Add
#751 ) / Acid digestion by suitable acid depended on Microwave digestion with HNOs/HCI/HF appropriate amount of
different sample material (as below table) i digestion reagent
v v

i_¢ 67k [ Filtration ’_¢ nE IR RAESF T
P~ [ Heat to appropriate

| 7% | Solution | | 7 ;4 / Residue | temperature to extract

v v
1) iz /Alkali Fusion % Erts @itk & / Cool,
v 2) @paidf# /HClto dissolve filter digestate through filter
| B RA8E ARS8 STEH & | ICP-AES | T

# 54+ i / Sample Material J it phi #8ag [ Digestion Acid s 4 AEES [ Add
&, 4F, 4, B4/ 2ok, ARE, BPL, 4 AR, BEF K/ diphenyl-carbazide for
Steel, copper, aluminum, solder Aqua regia, HNO;, HCI, HF, H,O, color development
#3 / Glass A e, & & pt | HNOg/HF v
&, 40, &, BE / 2 -k /Aqua regia e o .
Gold, platinum, palladium, ceramic "‘ k- Ak kR R
4/ Silver A | HNO; Bl 5% R B 540 nm sk
% | Plastic Fiph, B3 K, Ak, B | H,S04, H:0z HNOs, HCI fc& [ measure the
H & [ Others fo i g PRI D = 273 /% / Added appropriate absorbance at 540 nm by

. : UV-VIS
reagent to total digestion

Note** (For IEC 62321)
(1) #4424 & B 4o » d 123 1V » s # 2 90~95°C % B~. / For non-metallic material, add alkaline digestion reagent and heat to
90~95C.
(2) #4F & B 4e » ok 4 3% EF B~ | For metallic material, add pure water and heat to boiling.
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5.4 4o ¥ A {75428 [ Analytical flow chart - PBB/PBDE

B 4 R 2% [ Technician: Yaling Tu
B pl3Ef F 4 1 3%F® [ Supervisor: Troy Chang

#» = RI3#42 R/ First testing process — )
EHMGHRASE [ Optional screen process sammmnn:
FE3RA2 A/ Confirmation process — - — «p

Sample / # &

v

Sample pretreatment / # &% &2

Screen analysis / #~ & » 7

v

Sample extraction 1% & % B~/
Soxhlet method % % % B~

]
v

Concentrate/Dilute Extracted solution
FBrik fn'”ﬁ/ﬁﬁ‘?

v

Filter /| 3P~ ik

|
v

Analysis by GCIMS / # 40 17 2 % 4 47 |
T

v

Issue Report #3748 2
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¥ ¥R 4 475+ 428 / Analytical flow chart - Phthalate

B pEX R k&P [ Technician: Andy Shu
B Rl F 4t REc® [ Supervisor : Troy Chang

[ el /2 [Test method: IEC 62321-8])

T edn /A
Sample pretreatment/separation

!

Bt THE v & vde 3 255 /
Sample dissolved/extracted by THF

!

k- ﬁrfi /
Dilute Extracted solution

FaABEFHRRAS T/
Analysis was performed by GC/MS

}

¥4y / Data
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=82kt - %4 ¥75542. 8 / Analytical flow chart - HBCDD

A R /2% % [ Technician: Yaling Tu
B R f 4 o %Egc® [ Supervisor: Troy Chang

# & 2 [ Sample pretreatment

!

# & % P~ Sample extraction /
42 % i ¥ »~;2 Ultrasonic method

Bk .%‘ﬁ/ﬁrfﬁ /
Concentrate/Dilute Extracted solution

|
P i | Filter
|

LF AR AT R AT
Analysis was performed by GC/MS

!

¥4y /Data
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#1% 42 ¥ 428 / Analytical flow chart - Halogen

B gt B sk [ Technician: Rita Chen
B plEf F A ot %EFc® [ Supervisor: Troy Chang

& 2/
Sample pretreatment/separation

,p»_;!ﬁ 3 OHR S R ¢/
Weighting and putting sample in cell

BRI e T
Oxygen Bomb Combustion / Absorption

v

iﬁﬁi w2 A/
Dilution to fixed volume

4t K47 RA T
Analysis was performed by IC
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THEFRIZE 3 g A 1750428 / Analytical flow chart - PFOA/PFOS
B Rz A B otz [ Technician: Yaling Tu
B R f F 4 %Egc® / Supervisor: Troy Chang

# 5% &2 | Sample pretreatment

v

ARG P R
Sample extraction by Ultrasonic extraction
(%% = ;# Reference method: US EPA 3550C)

v

k- fﬁﬁliﬁé ‘Fﬁ /
Concentrate/Dilute Extracted solution

v

MRAP R AT EH RATEBR
Analysis was performed by LC/MS

v

¥y [ Data
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I T AR R 2 i 0 & = 2732 o [ These samples were dissolved totally by
pre-conditioning method according to below flow chart.

B Pz A H 3 3 [ Technician: JR Wang
B Rl f 4 o %Efx® [ Supervisor: Troy Chang

pARE

7% 12 ICP-AES 4 {7 e v 2.8
(Flow Chart of digestion for the elements analysis performed by ICP-AES)

| ¥4 - @ % # 5 /Cutting ~ Preparation |
¥

| B &€ £ / Sample Measurement |
¥

PR A & A g § ehpR i 73 1 (40T £ 9757 ) / Acid digestion by

suitable acid depended on different sample material (as below table)
v

¢—‘ #§ i / Filtration }ﬁ
| % /Solution | EE /ieesidue |

1) 45 f&:# / Alkali Fusion
v 2) @Az A f2 / HCl to dissolve

| B RETRRSEHLNE /ICPAES |

4% 4F 4% ,"% 47 | Steel, copper, aluminum, solder 3ok oA RS G R R
Aqua regia, HNO;, HCI, HF, H,O,

733 / Glass AL, E 4t /HNOS/HF
4 44,45 .18 % / Gold, platinum, palladium, ceramic 1 -k /Aqua regia
42 / Silver A B [ HNO;

# % [ Plastic

H&!%i ’J( ,E’i’ﬁ’;,fﬁ ﬁ’; /HzSO4, H202, HNO3, HCI

# 1 [ Others 4vor i g 9RO % 204 12 / Added appropriate

reagent to total digestion
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X REYP A REHRT 0 REAFERERPIZ A/, X
(The tested sample / part is marked by an arrow if it’s shown on the photo. )

¥k 44 2 & (End of Report) *x
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