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FRERE R MDARAE] (VIKING TECH CORPORATION)
Hr T RO O A0 T T2 & 68 EE&705% (NO. 70, KUANFU N. ROAD, HSIN CHU INDUSTRIAL PARK, HUKOU, HSIN CHU
HSIEN 303, TAIWAN)

TR EREHBPEREMIZHKRER (The following sample(s) was/were submitted and identified by the
applicant as) :
515 M (Sample Submitted By) D KERERMHABRAS (VIKING TECH CORPORATION)

& m & (Sample Name) : SMD POWER INDUCTOR
& mBL5% (Style/Item No.) :  PCDR/PCDS/PCS/PCSH/PS/PSDB/SCDA /SCDB/SCDS/SDB/
SDRH SERIES

W H(Sample Receiving Date) . 04-May-2023

AlE #ARE (Testing Period) : 04-May-2023 to 10-May-2023
BB &K (Test Requested) KIBEEPEXRETAE  ARIBEEBZZSENHERETRE - (Testing item(s) is/are

specified by client. Please refer to result table for testing item(s).)

B 4R (Test Results) : A28 T —H& (Please refer to following pages.)

Tr&%ﬁ/ Depart&nt Mal' &

Signed for and on behalf gRAiwrE
SGS TAIWAN LTD. Bopic b0, ]
Chemical Laboratory - Taipei PIN CODE: 964A0A52

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at https://www.sgs.com.tw/terms-of-service

and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at https://www.sgs.com.tw/terms-of-service. Attention is drawn to the limitation of

liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s findings at the time of its
intervention only and within the limits of client's instruction, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties to a transaction from
exercising all their rights and obligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the Company. Any
unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law. Unless otherwise
stated the results shown in this test report refer only to the sample(s) tested.

25 t+886(02)2299 3939  f+886(02)2299 3237

SGS Taiwan Ltd. 25, Wu Chyuan 7th Road, New Taipei Industrial Park, Wu Ku District, New Taipei City, Taiwan

I
Member of the SGS Group



SGS

AF RS

TeSt Report 5585 (No.): ETR23500553 H#A(Date): 10-May-2023 B#(Page): 2 of 13

FRERE R MDARAE] (VIKING TECH CORPORATION)
Hr T RO O A0 T T2 & 68 EE&705% (NO. 70, KUANFU N. ROAD, HSIN CHU INDUSTRIAL PARK, HUKOU, HSIN CHU
HSIEN 303, TAIWAN)

B BRI (Test Part Description)
No.1 . EF2EA (MIXED ALL PARTS)

B 4ER (Test Results)

AFIEE AHGE i1 MDL ER
(Test Items) (Method) (Unit) (Result)
No.1
5 (Cd) (Cadmium (Cd)) SEIEC 62301-5: 2013 - M mERaEngsns| "9 | 2 n.d.
47 - (With reference to IEC 62321-5: 2013,
5 (Pb) (Lead (Pb)) analysi(s was performed by ICP-OES.)) mg/kg 2 n.d.
7 (Hg) (Mercury (HQg)) £3#|EC 62321-4: 2013+ AMD1: 2017 - IRERES | mg/kg 2 n.d.
B GNIERE DT o (With reference to IEC
62321-4: 2013+ AMD1: 2017, analysis was
performed by ICP-OES.)
7NME# Cr(VI) (Hexavalent Chromium £E|EC 62321-7-2: 2017 - IEIME-T R | mg/kg 8 n.d.
Cr(VI) EEt 247 « (With reference to IEC 62321-7-2: 2017,
analysis was performed by UV-VIS))
247X (Monobromobiphenyl) mg/kg 5 n.d.
_E»Hﬁﬁi (Dibromobiphenyl) mg/kg 5 n.d.
=IREK (Tribromobiphenyl) mg/kg 5 n.d.
MREEE (Tetrabromobiphenyl) mg/kg 5 n.d.
FUREE S (Pentabromobiphenyl) 2 32|EC 62321-6: 2015 - URABATE/LLED mg/kg 5 n.d.
7R (Hexabromobiphenyl) 1 - (With reference to IEC 62321-6: 2015, analysis [ mg/kg 5 n.d.
TR (Heptabromobiphenyl) was performed by GC/MS.) mg/kg 5 n.d.
JUREER (Octabromobiphenyl) mg/kg 5 n.d.
JUREER (Nonabromobiphenyl) mg/kg 5 n.d.
188K (Decabromobiphenyl) mg/kg 5 n.d.
ZRBER AT (Sum of PBBs) mg/kg - n.d.
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FRERE R MDARAE] (VIKING TECH CORPORATION)
Hr T RO O A0 T T2 & 68 EE&705% (NO. 70, KUANFU N. ROAD, HSIN CHU INDUSTRIAL PARK, HUKOU, HSIN CHU
HSIEN 303, TAIWAN)

AFIEE A GE EfiI MDL fER
(Test Items) (Method) (Unit) (Result)
No.1
—RECKEE (Monobromodiphenyl ether) mg/kg 5 n.d.
R B (Dibromodiphenyl ether) mg/kg 5 n.d.
—REKEE (Tribromodiphenyl ether) mg/kg 5 n.d.
R KB (Tetrabromodiphenyl ether) mg/kg 5 n.d.
TURKREE (Pentabromodiphenyl ether) — [£3|EC 62321-6: 2015 - LGB &/ GiESH mg/kg 5 n.d.
7R EE (Hexabromodiphenyl ether) #r - (With reference to IEC 62321-6: 2015, analysis | mg/kg 5 n.d.
LRI REE (Heptabromodiphenyl ether) was performed by GC/MS.) mg/kg 5 n.d.
}\/7— Bt KB (Octabromodiphenyl ether) mg/kg 5 n.d.
SH KBt (Nonabromodiphenyl ether) mg/kg 5 n.d.
+/§Hyp$iﬂL (Decabromodiphenyl ether) mg/kg 5 n.d.
Z iRt KEE 4850 (Sum of PBDEs) mg/kg N nd.
#R _EPEE T K5 (BBP) (Butyl benzyl mg/kg 50 n.d.
phthalate (BBP))
X _EPEE T s (DBP) (Dibutyl mag/kg 50 n.d.
phthalate (DBP))
MR PR _(2-2oF )R (DEHP) (Di- mg/kg 50 n.d.
(2-ethylhexyl) phthalate (DEHP))
X BB 2T fs (DIBP) (Diisobutyl L . mg/kg | 50 n.d.
phthalate (D|BP)) ‘%%lEC 62321-8: 2017 - DX:H*HE*E{%/% L&D '
WE % =5 (DIDP) (Disodecy] jfas 2’;’;2rﬁfée;;223§§)62321'8' 2007, analysis 1= T 50 nd.
phthalate (DIDP)) (CAS No.: 26761-40-0, '
68515-49-1)
AR _BEE_ ETf5 (DINP) (Diisononyl mg/kg 50 n.d.
phthalate (DINP)) (CAS No.: 28553-12-0,
68515-48-0)
#E B IE2Fs (DNOP) (Di-n-octyl mg/kg 50 n.d.
phthalate (DNOP)) (CAS No.: 117-84-0)
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FRERE R MDARAE] (VIKING TECH CORPORATION)
Hr T RO O A0 T T2 & 68 EE&705% (NO. 70, KUANFU N. ROAD, HSIN CHU INDUSTRIAL PARK, HUKOU, HSIN CHU
HSIEN 303, TAIWAN)

ARIER AR AE ==L MDL =R
(Test Items) (Method) (Unit) (Result)
No.1l
NERERETIGAPTATERMAILNERY  [22I1EC62321-9: 2021 - DIREENTE/EEED mg/kg 20 n.d.

(HBCDD) (- HBCDD, B- HBCDD, y- HBCDD) [4f - (With reference to IEC 62321-9: 2021, analysis
(Hexabromocyclododecane (HBCDD) and  |was performed by GC/MS.)

all major diastereoisomers identified (a-
HBCDD, B- HBCDD, y- HBCDD)) (CAS No.:
25637-99-4, 3194-55-6 (134237-51-7,
134237-50-6, 134237-52-8))

# (F) (Fluorine (F)) (CAS No.: 14762-94- mg/kg 50 73.6
8)

& (CI) (Chlorine (Cl)) (CAS No.: 22537- kg | 50 d.
Loty (Chiorne (D (EAS 2385 EN 14582 2016 - WEF BI04 - With | "0 O "

reference to BS EN 14582: 2016, analysis was

N=| H . _
/37;(3)0 (Bromine (Br)) (CAS No.: 10097 performed by IC) mg/kg 50 n.d.
1 () (lodine (1)) (CAS No.: 14362-44-8) mg/kg 50 n.d.
EHE¥MKEEE (PFOA and its salts)  [£%US EPA 3550C: 2007 - LURAEET R E L E S | mg/kg 10 n.d.
(CAS No.: 335-67-1 and its salts) #r = (With reference to US EPA 3550C: 2007,

analysis was performed by LC/MS/MS.)
EEFiElE R EEE (PFOS and its £3US EPA 3550C: 2007 - LURMHEEM B ERLE D [ mg/kg 10 n.d.
salts) (CAS No.: 1763-23-1 and its salts) [#T © (With reference to US EPA 3550C: 2007,

analysis was performed by LC/MS/MS.)
#% (Sb) (Antimony (Sb)) (CAS No.: 7440- [£%&US EPA 3052: 1996 - DI ERSBREH K | mg/kg 2 n.d.

36-0) BT - (With reference to US EPA 3052: 1996,
analysis was performed by ICP-OES.)
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FRERE R MDARAE] (VIKING TECH CORPORATION)

TR Q40 17 TR & A8 6 705% (NO. 70, KUANFU N. ROAD, HSIN CHU INDUSTRIAL PARK, HUKOU, HSIN CHU

HSIEN 303, TAIWAN)

fBE&E(Note) :
1. mg/kg = ppm ; 0.1wt% = 0.1% = 1000ppm
. MDL = Method Detection Limit (77;% 12815 R 1E)
. n.d. = Not Detected (ki) ; /\iSMDL / Less than MDL
. "-" = Not Regulated (&R 1&1E)
. ERFRERREEREZEYE (PFOS and its salts including) :

U b w N

CAS No.: 1763-23-1, 2795-39-3, 29457-72-5, 29081-56-9, 70225-14-8, 56773-42-3, 251099-16-8, 307-35-7,

91036-71-4,4021-47-0 and others.
6. 2AF¥MEEBHEOZEYE (PFOA and its salts including) :
CAS No.: 335-67-1, 335-95-5, 2395-00-8, 335-93-3, 335-66-0, 3825-26-1 and others.
7. EmAARZERBBABRKESHE #EPHESIHERAMEREPERE—MENZE -
The sample(s) was/were analyzed on behalf of the applicant as mixing sample in one testing. The above
result(s) was/were only given as the informality value.
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FRERE R MDARAE] (VIKING TECH CORPORATION)
Hr T RO O A0 T T2 & 68 EE&705% (NO. 70, KUANFU N. ROAD, HSIN CHU INDUSTRIAL PARK, HUKOU, HSIN CHU

HSIEN 303, TAIWAN)

E£®EREE / Analytical flow chart of heavy metal

REBEUMNOREE ZRY - RmEx2 A% - (/NBAETZIERI )
These samples were dissolved totally by pre-conditioning method according to below flow chart.

( Cr®* test method excluded )

| BUE; - #E % m / Cutting ~ Preparation |
v

| Al mES / Sample measurement |

I
| & Cr(VI)
$4 Pb/#R Cd/k Hg v v
\4
. NP FFE & / Non-metal 28 / Metal
PR E R 5/ B EUE T ROH R | Py | | |
Acid digestion with microwave / hot plate ABS /PC/PVC | Rftt#15/Others v
7 v v $7KZEER / Boiling
Dt_gzazi)lifﬁﬂ@b/ %{}:5/05_160?'[\_ water extraction
B8 / Fi i issolving by H igesting
1A / Filtration ultrasonication at 150~160°C +
| v v HAEBRIESR
v v gorcrerEn | BkE/ Cool, flter digestate
H igesting at eparating to get i
AR / Solution 5238 / Residue 60% by 9 agueousgphage through filter
ultrasonication +
v i | -
1)  EERDE / Alkali fusi ¥ H&é\jédéﬁh?ﬁ%/
A ali fusion | N . iphenyl-
. . W% pH / pH adjustment | carbazide for color
2) HEERARR / HCl to dissolve ¢ development
l MAEEZEE / Add diphenyl- +
y carbazide for color development 29N e T B e et
PURK FERE & B8R B B ERE B AT/ v % SRRARE
Analysis was performed by ICP-OES IO B . B S 54?\/|nm E’\J[!&tufﬁ /
TtE 540 nm HIIRLLEE / easure the
absorbance at
Measure the absorbance at 540 by UV-Vi
540 nm by UV-Vis nm oy UV-VIS
spectrophotometer
spectrophotometer
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FRERE R MDARAE] (VIKING TECH CORPORATION)
TR Q40 17 TR & A8 6 705% (NO. 70, KUANFU N. ROAD, HSIN CHU INDUSTRIAL PARK, HUKOU, HSIN CHU
HSIEN 303, TAIWAN)

ZIRB R/ Z R KB 2 1R IEE / Analytical flow chart - PBBs/PBDEs

MRAHER / First testing process _—
EIEMEFRIER / Optional screen process — ====s==s

W / Confirmation process -

¥ MmATEREE / Sample pretreatment
v

HIEE D1/ Screen analysis

RN RSN ENNEEEEfEEEEEEEEEEEEEEEEEERR

v

E OO K

*mm2EHEY / Sample extraction
RIERUE / Soxhlet method

1
v

EAVR B/ T
Concentrate/Dilute extracted solution

1
v

ZEURBIE / Filter

4_

HEREERE / GC/MS

A
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FRERE R MDARAE] (VIKING TECH CORPORATION)
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o] 2B E 2 EE / Analytical flow chart - Phthalate

[AlE8755%/Test method: IEC 62321-8]

HmAIRE/ A /
Sample pretreatment/separation

!

oA THF TUS R IR BEZ5EY /
Sample dissolved/extracted by THF

!

EHUREE /
Dilute extracted solution
REBTEREEINT /
Analysis was performed by GC/MS
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NIRRT RS RAEE / Analytical flow chart - HBCDD

HEMAIERIE / Sample pretreatment

% mZEE / Sample extraction

ERR R/ RE /
Concentrate/Dilute extracted solution

|
ZEERIBIE / Filter
I

s/ EZENT /
Analysis was performed by GC/MS

!
2138 / Data
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RESREE / Analytical flow chart - Halogen

KRR/ /
Sample pretreatment / Separation

NERBIERmBEARRESD /
Weighting and putting sample in cell

v

PRV SE/TRUT /
Oxygen bomb combustion / Absorption

WEZREERIE /
Dilution to fixed volume

PIgtFEN BT /
Analysis was performed by IC
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FRERE R MDARAE] (VIKING TECH CORPORATION)
TR Q40 17 TR & A8 6 705% (NO. 70, KUANFU N. ROAD, HSIN CHU INDUSTRIAL PARK, HUKOU, HSIN CHU
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ERIEEY(ESERFR/ZAFERFRE/EMBBESMES)SRERB / Analytical flow
chart — PFAS (including PFOA/PFOS/its related compound, etc.)

¥ MmATERE / Sample pretreatment

HBERZEIUAZEE /
Sample extraction by ultrasonic extraction

EERW IR B /
Concentrate/Dilute extracted solution

v

sBE/ @ ma R HETEE RN EMELED
#7/Analysis was peri%r/rR/leSd/b SGC/MS or LC/MS or

v

2145 / Data
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FRERE R MDARAE] (VIKING TECH CORPORATION)

TR Q40 17 TR & A8 6 705% (NO. 70, KUANFU N. ROAD, HSIN CHU INDUSTRIAL PARK, HUKOU, HSIN CHU

HSIEN 303, TAIWAN)

TE(BEE)HRER / Analytical flow chart of Elements (Heavy metal included)

RBEUTRRER ZIRE - KmET2 A -
These samples were dissolved totally by pre-conditioning method according to below flow chart.
[ 2% 757%/Reference method : US EPA 3051A - US EPA 3052]

BUZE - BBtk / Cutting - Preparation

'

R EmEE / Sample Measurement

y
THEL /BB RL /S B M RUREE /
Microwave digestion with HNO3/HCI/HF

'

@8 / Filtration

v

A4 5238 / Residue
A& / Solution

1) E#ARLE / Alkali Fusion
2) EEA#E / HC to dissolve

v

BB S BIR B R E (ICP-OES)

E;I_

* US EPA 3051A A RAMNE & / US EPA 3051A method does not add HF.
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*BRDMAREET - AIRRAERE 2% m/8. *
(The tested sample / part is marked by an arrow if it's shown on the photo.)

ETR23500553

ETR23500553

** #ELE (End of Report) **
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